A dome of thickness of 15cm gives a compressive strength of 30 MPa(with the compressive strength of borosilicate of 200 MPa [5])

With the maximum depth of 700m [6] pressure will be,

,

Thus this thickness is adequate for North Sea pressures and insulation of the dome.

[5] Mechanical Properties of Tempered Glass [http://www.alumaxbath.com/tech/gp.pdf – (10th November, 2008)]

[6] Safety at Sea - North Sea. [http://www.safetyatsea.se/index.php?section=northsea – (7th November, 2008)]


